
(BSP December 2, 2002) 1 
Placing Polyester Concrete Headers 2 
The Contractor shall form the polyester concrete headers in accordance with 3 
the Polyester Concrete subsection to Section 6-02.3 as supplemented in 4 
these Special Provisions.  The Contractor shall remove all forms from the 5 
bridge expansion joints after casting and curing the polyester concrete 6 
headers. 7 


